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Mining is one of the most important economic activities of Mexico since .the 15th
Century. In contrast to its economic benefit, different kinds of residues associated
with the extraction and processing of metals accumulated along centuries,
constitute potential environmental pollution sources. In central-southem Mexico,
Taxco has been one of the main silver producing locations since prehispanic
times. Mineralogy reported in Taxco includes lead, silver, copper, iron and zinc
ores like pyrite (FeS2), esphalerite (ZnS), galena (PbS), chalcopyrite (CuFeS2);
argentite (Ag2S), native silver, polibasite «AgCU)16Sb2S11),proustite (As3AsS3)
and pyrargirite (As3SbS3 ). The gangue is formed by a variety of mineral s
including quartz (SiO2), calcite (CaCO3), magnetite (F~O4), barite (BaSO4),
hematite (Fe304), and rodhocrosite (MoCO3) (Talavera et al., 2001). Over 20
million Tons oftailings generated ftom the processing of Ag, Au, Pb, Cu and Zo,
were deposited in several impoundments inside and near the city (Fig. 1).

It is widely known that oxidation of sulfide minerals ftom mine waste material
can generate acid mine drainage (AMO), that produces high concentrations of
dissolved sulfate and metals (Ritcey, 1989; Salomons, 1995). When the acid
solution comes in contact with other mineral s in the tailings, a serial of chemical
reactions occurs. If carbonate is present in the system, an alkaline carbonate
solution may neutralize the acid generated by the oxidation of sulfide mineral s
(Lio, 1997; Al et al, 2000). Secondary and tertiary mineral s may algObe produced
within the tailings (Jambor, 1994). The mobility of metals released ftom sulfide
oxidation is thus affected by the formation of these minerals. Metal content,
mineralogy and physico-chemical conditions determine-- the potential of
environmental pollution by metals and metaloids ftom tailing impoundments
(Blowes and Jambor, 1990; Johnson et al., 2000). Furthermore, the geochemical
and mineralogical study of the mining wastes can help to understand the problem
of acid mine drainage and to develop an efficient remediation programo

Mimng is currently active in many paríS of México. Nevertheless, few
environmental studies have been carried out on new or old mining wastes (Castro
et al., 1997; Manz and Castro, 1997; Carrillo and Drever, 1998). In the Taxco
mining district there are tailing impoundments of various ases and sizes (La
Concha, Sta. Rosa, Taxco and El Fraile). The present study focuses on the El
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Fraile tailing afea near the El Fraile towo. Its location on the Cacalotenango river
shore, and at a distante of about 10m ftom the nearest house, makes its
characterization and risk evaluation specially relevant (Fig. 1).

MATERIALS AND METHODS

To evaluate their potential to affect the environment, samples were collected for
chemical and mineralogical analyses. The samples were taken ftom different afeas
on the tailing's walls showing different visible characteristics, digging with a
shovel until the appearance of less altered material. Samples were air-dried,
quartered and sieved through a 1.70 mm mesh. The mineralogical and physico-
chemical determinations were performed on the sieved sample.

X-ray diffraction determinations were performed with a JEOL DX-GERPI2
powder diffractometer with CuKa radiation to identifYthe majar minerals present
in the tailings. Metal contents (Zn, Pb, As, Fe) were analyzed by ICP-MS. Tailing
samples were leached with water to determine pH, and the soluble ftaction of
metals and sulfate.

Total metals were determined digesting 0.2 g of sample with a mixture of
concentrated acids (5 mI HNO3 and 10 mI HCIO4). The solution was evaporated
to dryness and the residue was subsequently dissolved and diluted to 100 mI with
HNO3 2 %. The analyses were carried out by ICP-MS at the Instituto de
Geofisica, Universidad Nacional Autónoma de México. The ICP mass
spectrometer used was a VGElemental model PQ3. Detection limits are calculated
as the concentration equivalent to three times the standard deviation of five
replicates of the blank solution. For all elements it was better than 50 ppt.
Calibration was performed with a 1, 10, 100 and 200 ppb multi-elemental
standard solution (SPEX- High Purity) and a blank solution of de-ionized water,

all containin~ HNO3 at 2%. Matrix effects and instrumental drift were eliminated
by using 11In (10 ppb) as internal standard. The validity of the analytical
procedure was assessed on accuracy and precision tests. These were calculated by
comparing a measured and a Standard Reference Material (SRM-2586) obtained
ftom the National Institute of Standards & Technology. AlI elements have a
precision better than 10 % RSD (relative standard deviation).

Twenty grams of the sample were added with 100 mI of deionized water, agitated
for one hour and filtered through 0.45 Jlm. The filtrate was used for conductivity
and sulfate determinations. One gram was added with 10 mI of deionized water
for the pH measurement by potentiometry. Conductivity and pH were determined
with a Conductronic PCI8. The equipment was calibrated with pH=4 , pH=7 and
pH=10 buffers and with a solution of 1000 mg/L of NaCl corresponding to a
conductivity value of 1990 JlS/cm. Sulfate was analyzed by turbidimetry
(Armienta et al., 1994) with a uv-visible diode array spectrophotometer Hewlett
Packard 8452a.
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